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Abstract
This study will establish a methodology to examine samples of composite
material for application in a load bearing waveguide. The composite material will
operate in a specific frequency range for applications in small RPAs. A graphite epoxy
stiffening component will be primarily considered. Different nickel, graphene, and
carbon nanotube (CNT) coatings and films will be applied to the graphite epoxy. Tests
will determine the material's radio frequency (RF) performance for application as an
antenna/waveguide component. The study will use scattering (S) parameters determined
from a network analyzer to collect these data. The S parameters will then be used to
resolve the composites permittivity and reflectivity and allow an estimation of a full scale
waveguides performance made from pretested composite material.
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MATERIAL CHARACTERIZATION FOR COMPOSITE MATERIALS IN
LOAD BEARING WAVE GUIDES

I.

Introduction

The Department of Defense (DoD) and United States intelligence agencies have
increasingly depended on the electromagnetic spectrum to conduct combat and
intelligence operations. Antenna arrays are important tool for communications and
Intelligence, Surveillance, and Reconnaissance (ISR). These assets are in high demand
because the military and analysts depend on the images, video, voice, and radar data
these assets provide. These antenna components add significant weight and cost in
procurement and operation to these assets. Thus, the aerospace industry has looked at
using composite materials to form multifunctional components, i.e., components capable
of meeting multiple requirements, to cut down on costs. One such concept is a conformal
load-bearing antenna structure (CLAS). The purpose of a CLAS is to perform the
function of both a support structure, capable of taking loads, and an antenna, capable of
transmitting/receiving electromagnetic (EM) waves. One such project is under way at the
Air Force Research Lab (AFRL) in which a hat stiffener support on aircraft skin panels is
combined with a slotted waveguide. This program is called the Slotted Waveguide
Antenna Stiffened Structure (SWASS). This research will look into the feasibility and
performance of carbon based materials and composites in waveguide applications with
the goal of finding composites capable of adequately performing the waveguide function.
The purpose is to establish procedures for developing methods to evaluate alternative
materials for use as lightweight load carrying composite waveguides.
1

1.1

Motivation for research
The increased need for persistent ISR assets and the future fiscal constraints

requires aerospace systems to operate more functions more efficiently. In addition, there
has been a dramatic increase in remotely piloted vehicles (RPAs), and are being designed
to be lighter and more capable. The SWASS can provide aerospace assets with the
ability to accomplish their mission more efficiently. Many aerospace systems have been
designed in such a way that one component achieves one function. This is because of the
difficulty in designing multifunctional components that often times have competing
requirements.
Today's military systems posses increasingly sophisticated radar systems. These
radar systems and antenna are part of a system of systems. For many aircraft, antenna
components must be integrated in the platform by adding an additional housing outside
the desired aerodynamic shape of the aircraft. These additional components pose not
only a weight penalty but can significantly add drag, both of which drive up the cost of
maintaining and operating the aircraft. A SWASS system could reduce or eliminate the
need of an additional housing for the radar antenna components. This will increase the
overall system efficiency by requiring less weight and a smaller total area for the radar
components. [18] The potential for weight savings, increased capability, and the resulting
reduction in life cycle cost are primary reasons for pursuing such multi-functional
designs.

2

Integrating antenna waveguides and skin structure could increase the overall
radar's performance by increasing the antenna area. Equation (1) is the radar range
equation. From this, we can determine that a two fold increase in the frontal area of the
antenna, A, would improve the range, R, by 41% while doubling the transmitted
power,𝑃𝑠 , only increases the range by 19%. [18]
4

𝑃 𝜋 2 𝐴2 𝑜

𝑠
𝑅 = �4𝜋
3 𝑃 𝜆2
𝑒

(1)

On today's battlefield, combatant commanders demand the data ISR and radar
assets provide. This demand has placed added stress on the low-density assets currently
in the inventory. While these assets provide the needed info, future platforms will be
required to provide more data and capabilities. With the current fiscal realities, future
systems must be able to do more with less.

1.2

What is a Waveguide
A waveguide is a device used to transmit electromagnetic waves (or other types of

waves) from one point to another. The waveguide acts as a conduit for this
electromagnetic energy to travel through. A common type of waveguides is a hollow
metal pipe used to carry electromagnetic waves, primarily radio frequency wave. [19]
This is not the only type of waveguide. A fiber optic cable is a type of waveguide as is
the coaxial cable connected to most television sets. Figure 1 shows a rectangular hollow
waveguide with a 2.286 by 1.016 cm (.9" by .4") opening.
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Figure 1: Hollow rectangular waveguides

The idea of the waveguide is for electromagnetic waves to enter one end and
propagate to the other end of the waveguide with little or no loss in power. The
waveguide works by reflecting the wave energy, which enters the guide, along the walls.
There is a geometric relationship to what frequencies can enter and, therefore, propagate
inside the waveguide based on the physical size of the waveguide opening. The
frequency range is determined by its shape and dimension. Also, the inside lining
material of the waveguide determines how efficiently it can transmit the electromagnetic
energy. The inside material is responsible for reflecting the electromagnetic energy.
Much like the way a bathroom mirror reflects light waves, the inside material ideally
reflects the radio frequency (RF) waves. Depending on the inside material, it may resist
and absorb much of the energy (create losses). This is very important in designing
waveguides and waveguide structure and will be discussed in later chapters.

4

1.3

Composites
In early Egyptian times, straw and mud were combined and used to build housing.

This early composite was unique because it combined two separate materials who
themselves posses unique material properties. When put together, the “new” composite
material was still made of two distinct materials, but their material properties combined
to produce collective properties not achievable by either material alone. A composite is
simply a "solid material which is composed of two or more substances having different
physical characteristics and in which each substance retains its identity while contributing
desirable properties to the whole." [20] Since a composite is made of two or more
substances, it often times is difficult to characterize a composite's properties because by
definition they are not homogeneous materials.
One class of composites is fiber-reinforced materials. Fiber reinforced
composites consist of high strength fibers bonded to a matrix with distinct boundaries
between them. The fibers are generally the load carrying members, while the
surrounding matrix keeps them in the desired location and orientation. [8] This thesis will
specifically examine carbon fiber-reinforced plastic (CFRP) composite materials.
There are several advantages to using CFRPs. The first and most well known is
the high strength to weight ratio. Composites offer a greater strength to weight ratio than
metals. For instance, Ti-6A1-4V titanium alloy has a tensile strength to weight ratio of
20.1 ∗ 103 m compared to 101.9 ∗ 103 m for a high strength carbon fiber epoxy, a

fivefold increase. (Do note that these measurements are taken in the direction of the
fiber.)

5

In fiber-reinforced composites, the mechanical properties strongly depend on the
direction of the measurement because by definition composites are not isotropic
materials. Because of the anisotropic nature of fiber-reinforced composites, the
properties can be adapted according to design requirements. Metals on the other hand,
are isotropic materials, and therefore, exhibit equal or nearly equal properties
independent of the direction of measurement. [8] Impact strength, coefficient of thermal
expansion, thermal conductivity, and others also depend on the direction at which they
are measured.
Fiber composites have lower coefficient of thermal expansion than metals. This
means a composite structure may exhibit a better dimensional stability over a wide
temperature range. When using a composite with a metal, note that thermal stresses may
result due to the differences in their thermal expansions. Fiber composites offer high
internal damping, which leads to better "vibrational energy absorption within the material
and results in reduced transmission of noise and vibrations to neighboring structures." [8]
This is desirable in applications where noise and vibrations are issues. Another important
advantage of composites is their non-corroding behavior. However, they can absorb
moisture, which can create internal stresses. Composites are normally coated or painted
to prevent moisture absorption.
Composites first started seeing use in military aircraft in 1969 as a boron fiber
reinforced epoxy skin in F-14 horizontal stabilizers. [8] Since then, fiber-reinforced
composites have seen a steady increase. The F-22 contains approximately 25% by
weight of carbon fiber-reinforced composites, and the future Boeing 787 Dreamliner is
expected to have about 50% by weight of composites. The steady rise of composite
6

components in aircraft is due to all the conducted research, the millions of flight hours
parts have accumulated, and overall better understanding of them. This has led to an
increase in confidence in a fiber-reinforced composite's structural integrity and durability.
With an increased understanding of composites, you can begin to develop multifunctional
components, such as a SWASS system. Such work aims to integrate the electromagnetic
functionality into lightweight host structures and materials. [21]
Composites are made using a variety of techniques and forms. Some composites
are made by layering unidirectional fiber sheets in which the desired mechanical
properties are created by the number and orientation of the layers. Another method is to
weave the fibers together. A woven fiber fabric is produced by intertwining fibers to
form a specific pattern. Figure 2 shows four common weaves used in structural
composites: (a) a unidirectional weave, (b) a 2-D plain weave, (c) a 2/2 twill weave, and
(d) a four-harness satin weave. This research will utilize a 2-D weave.

Figure 2: Common weave architectures
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The choice of weave does effect the electromagnetic properties of the composite
being designed. "The broadband EM properties are sensitive in the choice in fiber type,
weave, bundle size, and bulk dielectric properties of the resin." [1] Research is being
conducted to try to model not only a composite's mechanical properties but also its EM
properties. "By tailoring the EM properties of structural composites (e.g., complex
permittivity and permeability) it may be possible to integrate antennas, frequency
selective surfaces, and other electromagnetic components directly into structural skin of
future commercial and military vehicles and structures." [1] While this thesis does not
analyze the effects and changes in EM properties from different weaves, fibers, and
resins, it is important to note that these can greatly affect the EM properties of the
composite. This research will however analyze the effects of different coating, films, and
additives.

1.4

The SWASS Concept
The Slotted Waveguide Antenna Stiffened Structure program focuses on

combining aircraft skin support structure with a slotted waveguide. A slotted waveguide
differs from a regular hollow rectangular waveguide in that it is designed with slots on
one side of the waveguide. As the EM energy travels down the waveguide, the slots are
designed to allow the EM energy to escape or emit, in the case of this research RF
energy. The SWASS concept aims to combine a slotted waveguide and a hat-stiffened
panel. The hat-stiffened panel is designed to create a panel capable of handling the
expected mechanical loads while minimizing weight and materials. Figure 3 shows a
8

typical slotted waveguide and hat-stiffened, panel and Figure 4 shows a conceptual
picture of a SWASS component.

Top hat
stiffeners

Figure 3: Slotted waveguide and hat stiffened panel

Figure 4: A conceptual SWASS component

1.5

CLAS Programs
There have been several CLAS programs that have researched and produced a

system. One program used slotted waveguides as a structural antenna in a synthetic
aperture radar (SAR) developed by Ericson and Dornier. [18] This system is designed for
a satellite and to save weight was made from a carbon fiber reinforced plastic and metal
9

lining. The system was required to support its own weight when in the fully deployed
configuration.
The Defense Advanced Research Program Agency (DARPA) has a program
called the Integrated Sensor is Structure (ISIS). This program aims to "develop the
technologies that enable extremely large lightweight phased-array radar antennas to be
integrated into an airship platform." [21] This system is currently in design with an
expected demonstration in 2013/14 timeframe.
The multifunction structural aperture (MUSTRAP) program structurally
embedded an antenna in the vertical stabilizer of a NASA F-18, as shown in Figure 5.

Figure 5: NASA F-18 with embedded MUSTRAP antenna
The program successfully flight tested the antenna and showed that it increased the radar
performance by 15 to 25 dB because of the increase in the overall antenna size. [22]
There are significant benefits to load bearing sensors and antenna that can
increase the efficiency of different platforms, and work continues to be done to develop
these technologies.

10

1.6

Thesis Objective
The objective of this thesis is to establish a methodology to examine samples of

composite material for application in a load bearing waveguide. The composite material
will operate in the X band frequency range for applications in small RPAs. A graphite
epoxy stiffening component will be considered with different carbon based coatings and
films. Measurements will be performed to characterize the electrical properties of the
composite. These measurements will collect scatter (S) parameter information using a
network analyzer. The S parameters data will then be used to resolve the composites
permittivity and reflectivity and allow an estimation of a full-scale waveguides
performance made from pretested composite material.

11

II.

Theory

The purpose of this chapter is to describe and understand some key principles that
effect how a material reacts to applied electromagnetic (EM) energy. First, a brief
introduction to electromagnetic theory and Maxwell's equations will be presented. This
will outline the governing equations for EM waves themselves and serve as the basis for
developing much of the theory to be presented. Then the chapter will cover the different
material classifications, and the theory affecting a material's electrical properties. Next,
the chapter will briefly describe the materials to be tested. This is followed by
background information on the atomic structure and makeup of different carbon based
materials and how it relates to its electrical properties. Lastly, a discussion of the theory
pertaining to the test methods and algorithms used to characterize the material’s
reflectivity, conductivity, permittivity, and other electrical properties will be presented.
The experiments required for determining a material’s suitability in a waveguide
application requires a basic understanding of material, electromagnetic, and physics
principles.

2.1

Theory of Electromagnetic Wave Propagation
“The relations and variations of the electric and magnetic fields, charges, and

currents associated with electromagnetic waves are governed by physical laws, which are
known as Maxwell’s equations.” [6] Maxwell’s equations describe, macroscopically, the
connection between the electric field and electric charge, magnetic field and electric
current, and the bilateral coupling between the electric and magnetic field quantities. [23]
12

These equations hold true for all materials, including free space, and at any (x,y,z)
location. The general forms of Maxwell’s equations are:
∇ ∗ 𝐷 = 𝜌𝑣

(1)
𝜕𝐵

∇ × 𝐸 = − 𝜕𝑡
∇∗𝐵 = 0

∇×𝐻 =𝐽+

where

(2)
(3)

𝜕𝐷
𝜕𝑡

(4)

E = electric field intensity
D = electric flux density
and D = ε E, where ε = electrical permittivity of the medium
H = magnetic field intensity
B = magnetic flux density
And B = µ H, where µ =magnetic permeability of the medium

ρν = electric charge density per unit volume
J = current density per unit area
∇ = del operator
The electric flux density, D, is a measure of the strength of an electric field generated by
a free electric charge. The Electric field intensity, E, is a measure for how strong an
electric field is. The magnetic flux density, B, and magnetic field intensity, H, are the
same as the electric flux density and electric field intensity but for the magnetic
component of the EM wave. The current density per unit area, J, is just that. It is the
13

amount of current per unit area just as the electric charge density per unit volume, 𝜌𝑣 , is
the amount of electrical charge per unit volume. [23] The del operator,∇, can represent

the gradient of a scalar field, the divergence of a vector field, or the curl of a vector field,
depending on the application.
Maxwell’s equations (1-4) explain the relationship between the electric and
magnetic components of propagating waves. Figure 6 shows a graphical relationship
between the electric and magnetic components described in Maxwell’s equations.

Figure 6: Electromagnetic wave in the electric and magnetic components

The electric and magnetic components impart energy onto any material but the effects of
the EM energy depend on the type of material.
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2.2

Material Classifications and Properties
Materials are classified according to their reaction to the electric and magnetic

components described in Maxwell’s equations, and the parameters that effect the
propagation of EM waves through a material includes:
𝜎, material conductivity

𝜀, material permittivity

𝜇, material permeability

Conductivity is a measure of a materials ability to allow electric current to flow a
material. Permittivity is a measure of a materials resistance to forming an electric field in
the material (a low permittivity is desired for use in as the inside lining of a waveguide).
Permeability is similar to permittivity. It measures a material’s resistance to the magnetic
field component of EM waves.
The materials can be categorized based on the magnitudes of their conductivities.
The material classifications are conductors, semiconductors, and insulators (dielectrics).
For example, a perfect electrical conductor is described as a material with no resistance to
electric flows, σ = ∞. Conductors allow “free” or “lose” electrons to move throughout
the material such that the net current is zero. A perfect insulator does not allow any
electric flow through the material, σ = 0. At times in this thesis, semiconductors and
insulators will be categorized together because conductors exhibit the desired electrical
properties as opposed to semiconductors and insulators. A material’s category depends
on certain characteristics at the microscopic/atomic level.
Atoms “consist of a very small but massive nucleus that is surrounded by
negatively charged electrons revolving about the nucleus and exert forces of attraction on
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the positive charges of the nucleus.” [6] These electrons exist in various shells or bands.
Figure 7 shows a simple Bohr’s model for a carbon atom in which the first band is
referred to as the S band while the second band is referred to as the P band. Each
material has a different arrangement and number of electrons that are located throughout
the various bands not mentioned here, but each band can only have a certain maximum
number of electrons.

Figure 7: Bohr’s model of a carbon atom

These bands represent different discrete energy levels. Bohr’s model of an atom
states that electrons can only exist in energy states that are determined by the radii of
their orbital shells. The electron can change its energy band with the absorption or
radiation of energy. This holds true in molecules, the minimum collection of atoms
needed to form a specific material. In molecules, the process becomes a little more
complex because of chemical bonds between the atoms but nonetheless still follow this
idea.

16

The microscopic physical principals for the electrical properties of a material are
“mainly determined by the electron energy bands of the material” [5] The energy gap
between the valence and conduction band determines which classification a material falls
into. The energy gap depends on the atomic structure and makeup of the atoms. The
valence band is the atom’s outer most band that contains electrons at zero degrees Kelvin.
The conduction band is the discrete energy level at which an electron is “free” from the
atomic forces of the nucleus/atom and free to flow throughout the lattice. It is at a higher
energy level than the valence band. These two bands are separated by a gap referred to as
the forbidden gap.
The primary difference between insulators, semiconductors, and conductors is the
amount of energy required for an electron in the valence band to move to the conduction
band. The larger the gap the more energy needed. Insulators have an energy gap greater
than approximately 5 electronvolts (eV) compared to approximately 1eV for
semiconductors and 0 eV for conductors. For instance, the valence and conductions
bands overlap in conductors allowing electrons to become loose from their original atom
with little or no energy. Figure 8 below shows a representation of the three types of
materials.
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Figure 8: Energy band gap representation
Insulators, semiconductors, and conductors each behave differently when
subjected to electromagnetic waves. Conductors usually have a conductivity between
104 –108 ohms per meter while semiconducting materials have conductivity between

10−7 to 104 ohms per meter. For the purpose of this thesis and application, we will focus
on the electric field components of Maxwell’s equations, as opposed to the magnetic field
components because permeability only affects ferrous materials, in which carbon is not.
This means for nonferrous materials, the magnetic component of the EM waves have
negligible affects in regards to this research. This allows the author to focus on
insulators, conductors, polarization, and permittivity.

2.3

Electromagnetic Wave Propagation and Material Interaction
EM waves interact with a medium by transferring energy to the surface and into

the medium. As discussed earlier, it does this in the form of electric and magnetic fields.
These fields create currents, magnetic pulls, or magnetic pushes onto the material’s
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atomic structure and the internal protons and electrons. The additional energy from EM
waves excites the electrons allowing them to potentially jump into higher energy bands or
change their position relative to the nucleus. In addition, the EM waves create a time
dependent alternating magnetic force on the material. The effects of the electric and
magnetic forces depend on the type of material it is acting on.
When a material is subjected to an EM wave, the wave tries to create a current in
the material. In a metals (conductor), there is very little resistivity to the generated
current because metals have electrons that require little or no energy to become free
electrons. The free electrons consolidate at the surface of the material and collectively
oscillate as the EM wave propagates. This movement of electron creates a conduction
current in the material. As described in Maxwell’s equations, this current in turn
generates a similar EM wave that propagates further down the material. In reality, some
energy is lost in the form of heat in all materials, but ideally, the energy from the input
EM wave is not wasted as heat. Instead, the energy is used to generate a current that
(ideally) flows without resistance that then generates the same EM wave. Since most
metals have very low resistivity, and the EM wave propagates along the surface.
In dielectric materials (insulators), the EM wave has a different effect because of
how the material reacts to the applied energy/force. The nucleus and electrons require
more energy to separate because the forbidden gap separating them is larger than in
metals. Some of the electrons may become free from the EM wave energy but not all of
them will. While the EM waves may not have enough energy to produce very many free
electrons, the electric (and potentially magnetic) fields distort the atoms in the material.
If we consider the nucleus of an atom to be fixed, the forces from the electric field will
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alter the concentration of where the electrons will position themselves. This polarizes the
atom as depicted in Figure 9.

Figure 9: Atom in neutral state and polarized in an electric field

The distorted electrons can return to the original position once the applied EM field is
removed, similar to a stretched spring. The energy to “stretch” the atom is stored and
then released back in the form of energy once external forces are removed. This storage
of energy is the principle behind capacitors, and permittivity quantifies this polarization.
This polarization is also referred to as a displacement current. Another way to describe a
good conductor is that its conduction current is significantly greater than the
displacement current.
As discussed in previous sections, a materials reaction to the electric and
magnetic field is quantified by the material parameters permittivity and permeability,
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respectfully. While the atomic structure and forbidden gap play an important role in a
material’s response to EM waves, they do not dictate how a material will react under all
circumstances. Permittivity, permeability, and conductance are also temperature and
frequency dependent. The purpose of this study is to test carbon-based materials for their
permittivity in the X-band frequency range at room temperature.

2.4

Materials under test
The focus of this research is to examine different coating, films, and materials to

improve the electrical properties of composites. Previous research focused on
mechanical properties of a slotted waveguide structure made of a composite. The
composite was a resin reinforced plain-woven carbon fiber fabric made from Grafil 34700 fibers and RS-36 epoxy resin. While the material performed adequately from a
structural standpoint, it left much to be desired in terms of its electrical properties.
In this research, Grafil 34-700 fibers will be the fiber material. Due to logistical issues,
the composites will use EPON 862 epoxy instead of the RS-36.
Grafil 34-700 is a carbon fiber with a tensile strength of 2572 MPa and a modulus
of 137 GPa. The EPON 862epoxy resin is a low viscosity liquid epoxy resin. [27] All the
materials will be made of a Grafil 34-700 2-D plain weave infused with the EPON 862
epoxy resin cured in an auto clave. The autoclave is a pressure vessel that subjects the
composite to high pressure and temperature. This allows the resin and fiber fuse
together. This process produces more consistent and better composites by reducing the
voids within the resin and fiber.
21

The autoclave cured all the composites at .55 MPa (80 psi) and 121 degrees
Celsius (250 Fahrenheit) for two hours followed by four hours at .55 MPa and 177
degrees Celsius (350 Fahrenheit) to complete the process. From this process, five
different composites are manufactured: baseline composite, carbon nanotubes (CNTs)
composite, nickel (Ni) coated CNTs composite, P100 fiber composite, and pyrolitic
graphite composites. These are described in further detail in following sections.
.

2.4.1 Baseline composite
The baseline carbon fiber composite is the Grafil 34-700 two-dimensional fiber
weave fabric and the EPON 862 epoxy resin. The Grafil fiber weave and EPON epoxy
are infused at a 50/50 weight fraction. Figure 10 shows the baseline composite.

Figure 10: Baseline composite
The resin is layered into a film in order to regulate the amount of resin. The layer of resin
is sandwiched with one ply of the fiber weave and is cured in the autoclave. This same
process is similarly repeated for the other composites.
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2.4.2 CNT Composite
For this composite, CNTs (more specifically carbon nanofibers) are mixed into
the resin prior to infusing with the Grafil weave. The CNTs are approximately 60
nanometers (nm) in diameter and 1000nm in length. Figure 11 shows the CNT
composite.

Figure 11: CNT composite
The CNT composite is made of 4% CNT, 46% resin, and 50% fiber weave by weight
fraction. The CNTs are mixed into the resin uniformly using a paint mill to mix and layer
into a film. The CNTs themselves are made from a process called chemical vapor
disposition (CVD). The CVD process works to produce thin films or layers of high
purity materials by chemical reaction of precursors and reactants. The CVD process is
well understood and literature on the process is readily available. Each CVD process
follows the same process but may differ in their “recipes.” Specific information on the
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CVD process used to produce the CNTs used in this research will not be discussed in
additional detail.
The addition of CNTs in the composite is expected to improve both the
mechanical and electrical properties. While this thesis will not determine the change
mechanical properties of the tested materials, studies have been conducted to determine
the effects of CNTs dispersed into resins. “The dispersion of the multi-walled CNTs in
epoxy resin influences its strengthening effect,” but also research has seen different
composites “becoming more brittle with the incorporation of CNTs.” [28] [29] Research
has shown quality, type, size, resin, etc can change how the addition of CNTs affect the
composites performance. Similar research shows this holds true for the electrical
properties. Additional discussions on the electrical properties of carbon-based materials
are in further sections.

2.4.3 Nickel Coated CNT Composite
Similarly as the CNT composite, Ni-coated CNTs are mixed in the resin before being
infused to the fiber weave via the autoclave. The same CNTs go through a specific
process to coat them with nickel. The process includes conditioning the CNTs in
different solutions and adding reactants and precursors to produce the nickel coating.
The thickness of the coating is regulated by the timing and chemical reactions among
other things. The Ni-coated CNTs are mixed with the resin and the fiber weave in the
same manner and ratio as the CNT composite. The CNTs in this research are coated with
30nm of nickel. Figure 12 shows the Ni-coated CNT composite.
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Figure 12: Ni-coated CNT composite

Similarly, the specific process used to coat the CNTs will not be discussed in any
more detail. The nickel coating process information is proprietary.

2.4.4 P100 Carbon Fiber Composite
The P100 carbon fiber is commercially produced mesophase pitch high
conductive fiber by a company called Amoco. Mesophase pitch describes the precursor
used to create the continuous carbon fibers. This process works by melting down the
mesophase pitch precursor into a thick liquid. The liquid is sprayed out of spinning jets
where it is stretched to align the molecules in a fiber and remove voids. This fiber is
subject to various gasses and temperatures. At the end of the process, the pitch (usually
coal or oil based) is ultimately replaced with only carbon elements (carbon or graphite)
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then surface treated. This is one of several ways to make carbon fiber. More information
on the mesophase pitch process is available in published literature.
For the P100 fiber, not much public information is available. The fiber has a
ultimate tensile strength of 970 MPa, tensile modulus of 470 GPa, and a density of 1.8
grams per cubic centimeter. The P100 fibers did not come in an already woven fabric.
Instead, the fibers come as individual loose strands. To incorporate the fibers into the
composite, they were hand aligned on a sheet of resin. The P100 fiber and EPON epoxy
combined weight fraction was 50% of total weight. Figure 13 shows the P100
Composite.

Figure 13: P100 Composite

2.4.5 Pyrolitic Graphite Composite
Pyrolitic graphite is highly aligned graphite produced using the CVD method. A
substrate is subjected to precursors and reactants under high temperature and pressure. The
pyrolitic graphite was made at 2200 degrees Celsius and a pressure of 133 Pa (1 torr). In the
process, carbon is slowly deposited in thin layers across a substrate. The process is repeated
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until the desired thickness is achieved. Once the pyrolitic graphite was produced, the EPON
resin was used to adhere it to composite. Figure 14 is the pyrolitic graphite composite.

Figure 14: Pyrolitic graphite composite
Carbon based materials and the theory that effect their materials properties will be further
discussed in the next sections. The purpose of this section was to introduce the materials.

2.5

Carbon based materials background
The inside material of rectangular hollow waveguides are almost extensively

made of metals. The metals have a high conductivity and results in a very low energy
loss as the wave propagates through the waveguide. This research focuses on alternative
materials that would allow the waveguide to perform its function with minimal drop in
performance. This section will describe different types of carbon based crystalline forms.
Graphene is “a planar allotrope of carbon where all the carbon atoms form
covalent bonds in a single plane.” [7] Allotropes are elements made of the same atoms as
each other that are structurally bonded differently. A single plane graphene can be used
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to create other types of carbon allotropes such as carbon nanotubes (CNTs), bucky balls,
or graphite. A carbon nanotube is cylindrically rolled piece of graphene with a large
length to diameter ratio. Bucky balls (officially called Buckminsterfullerenes) are 60
carbon atoms formed into a spherical structure similar to the shape of a soccer ball.
Graphite is layered sheets of graphene, Figure 15 shows a two-dimensional sheet of
graphene and these different carbon allotropes formed from this two dimensional sheet.

Figure 15: A graphene sheet being formed into bucky balls, CNTs, and graphite

The left side of Figure 10 depicts how a bucky ball is created out of a certain pattern of
the graphene sheet. The center depicts how a CNT is formed and the right side shows
how layers of graphene form graphite. This research will use and test CNTs and
graphite.
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Since graphene can be used to form other carbon allotropes, it is important to
have a basic understanding of is atomic structure. A single carbon atom naturally has
four valence electrons located in its second band, the P band. In graphene, the valence
electrons from the carbon atoms will form three covalent bonds with neighboring carbon
atoms and have the “electrons localized along the plane connecting carbon atoms.” [7]
These types of bonds are strong and responsible for the great strength and mechanical
properties of graphene and CNTs. Normal to the plane or sheet formed by the carbon
atoms, a much weaker type of covalent bonds is formed. Essentially, in a 2-D sheet of
graphene, the carbon atoms in the same plane (the sheet) are strongly bonded together.
These bonds do not require all the valence electrons. Therefore, the remaining electrons
are loosely held normal the sheet. This is where the “electron cloud is distributed normal
to the plane connecting atoms.” [7] The electrons in these bonds are “weakly bound to the
nuclei and, hence, are relatively delocalized.[7] These delocalized electrons are the ones
responsible for the electronic properties of graphene and CNTs.” [7] The delocalized
electrons can become free electrons with little additional energy. The great mechanical
strength of the carbon bonds and the delocalized electrons is what makes these carbon
based materials warrant consideration for application in load bearing composite
waveguides. They show the potential to handle the mechanical strength at lighter weight
and posses the desired electrical properties (conductivity and permittivity).
CNTs can come in different types, and we will now distinguish them as either a
single-walled carbon nanotube (SWCNT), a multi-walled carbon nanotube (MWCNT), or
a graphene nanoribbon (GNR). A SWCNT is a hollow cylindrical structure of carbon
atoms with a diameter that ranges from about .5 to 5 nm and lengths of the order of
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micrometers to centimeters. A MWCNT is similar in structure to SWCNT but has
multiple nested or concentric cylindrical walls with the spacing between the walls
comparable to the interlayer spacing in graphite, approximately 0.34 nm.” [7] For the
different types of CNTs, we will focus on the electronic band structure derived from the
band structure of graphene. This will give insight into the properties and performance of
CNT devices. GNRs are discussed in more detail later in this chapter.
Chirality is an important concept used to “identify and describe different
configuration of CNTs and their resulting electronic band structure.” [7] A chiral object is
an object whose mirror image is not superimposable onto itself. Objects whose mirror
object can be superimposed onto its self are called achiral. All SWCNTs fall into one of
these categories, which are broken down into further sub-categories. The physical
structure of SWCNTs fall into either chiral, armchair, or zigzag lattice structure as
depicted in Figure 16. The SWCNTs in Figure 16b and 16c, are achiral.

Figure 16: SWCNTs - (a) A chiral CNT, (b) armchair CNT, and (c) a zigzag CNT
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A SWCNTs’ chirality is important because it is a way of describing its electrophysical properties and gives insight to how a CNT will behave. SWCNTs, based on
their chirality and diameter, can exhibit metallic or semiconducting properties. Their
properties “vary in a predictable way from metallic to semiconducting with diameter and
chirality.” [24] All armchair SWCNTs are of the metallic type. “One out of three zigzag
and chiral tubes show a very small band gap due to the curvature of the graphene sheet,
while all other tubes are semiconducting with a band gap that scales approximately with
the inverse of the SWCNTs radius.” [7] Band gaps of 0.4 to 1 eV can be expected for
some SWCNTs (corresponding to diameters between 0.6 and 1.6nm).” [24] These band
gaps values fall between those typical of conductors and semiconductors as discussed in
section 2.2. Researchers are looking into ways of manufacturing and separating metallic
SWCNTs and/or their non-metallic counterparts.
MWCNTs do not fit into the same category as SWCNTs because of its multiple
layers. The multiple layers and the proximity of the concentric tubes make all MWCNTs
as a whole metallic. All the layers of a MWCNT contribute to its conductivity and large
diameter MWCNTs have rather low resistance because MWCNTs posses a large number
of conducting channels. [30] MWCNTs can be made to “have a negligible forbidden gap”
depending on length, inner and outer diameters, and interlayer distances. [30]
This research will also look into graphene nanoribbons (GNRs). GNRs are a form
of CNTs that are “narrow rectangles made of graphene with widths on the order of
nanometers up to tens of nanometers” and are considered quasi one-dimensional. [7]
GNRs are similarly categorized as SWCNTs in terms of being conducting,
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semiconducting, armchair GNRs, and/or zigzag GNRs. GNRs differ from graphene
sheets because of its small width and quasi one-dimensionality. Unlike an electrons
ability to move two dimensionally in graphene sheets, GNRs have several factors (such
as a quantum confinement and the boundary conditions at the edges) that differentiate the
band structure compared to graphene. [7] Zigzag GNRs are semi-conductors with band
gaps (forbidden gap) that are inversely proportional to the GNRs width. Armchair
GNRs’ band gap also depends inversely on width but also the carbon atoms on the edges.
Experimentally, GNRs have shown to have a band gap of 0.2 to 1 eV, but as the GNR’s
width reach approximately 50 or 100 nm then the band structure returns to that of
graphene. [25] [26]

2.6

Electromagnetic Material Properties Measurements
The electromagnetic properties, such as permittivity, are determined by collecting

scatter (S) parameters. The S parameters are collected using an Agilent E8362B
network analyzer connected to a hollow rectangular waveguide. The sample under test
is placed between two sections of the waveguide. This test method is called the
transmission reflection method (TRM). Once the S parameters are collected, the data is
processed in MATLAB using the Nicolson-Ross-Weir (NRW) algorithm to produce
different electromagnetic material properties. The following section will provide a
basic understanding of each of these components used in this research.
The S parameters are derived from a two-port network whose input microwaves
are labeled as 𝑎𝑖 and the output microwaves are labeled 𝑏𝑖 where i =1, 2. Figure 17

shows a nominal picture of a two-port network.
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Figure 17: Two-port network with inputs labeled
The scattering [S] parameters are used to describe the relationship between the input [a]
and output waves [b]:
[𝑏] = [𝑆][𝑎]

(5)

Where [a] = [a1, a2] transposed and [b] = [b1, b2] transposed. The scattering [S] matrix
takes the form of:
[𝑆] = �

𝑆11
𝑆21

𝑆12
�
𝑆22

(6)

The scattering parameters are experimentally gathered and used to calculate material
parameters such as reflection and transmission coefficients, impedance, and admittance
parameters to name a few. The scattering parameters are labeled such that the 𝑆11value

represent the signal received from port one and transmitted from port one. The 𝑆21 value
represents the signal received at port two transmitted from port one. These are the two S
parameters we are interested in.
A network analyzer is an important tool in microwave engineering because they
are used to “analyze a wide variety of materials, components, circuits, and systems.” [5]
A network analyzer is made up of a signal source, signal separation devices, and signal
detectors. The network analyzer is capable of measuring the two forward traveling (𝑎𝑖 )

and the two reverse traveling waves (𝑏𝑖 ) independently. These signals are used to
generate the S parameters. Figure 18 shows the ports on the network analyzer.
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Figure 18: Agilent network analyzer
In the transmission reflection method, the sample under test is placed into a
segment of a transmission line. In this research, the transmission lines are hollow
rectangular waveguides, as shown in Figure 19. The transmission lines are WR-90
waveguides. The WR-90 waveguide primarily operates in the 8.20-12.4 GHz, X-band,
frequency range. The physical dimensions of the waveguide determine its operating
frequency range. The WR-90 has an opening of 2.286 by 1.016 mm (.9" by .4") which
forces a cutoff and maximum frequency of 6.557 and 13.114 GHz respectively.
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Figure 19: WR-90 waveguide transmission line
The material under test is placed between two sections of WR-90 waveguides and
is perpendicular to the initial direction of the propagating EM wave. As the wave hits the
material under test, energy is reflected off the material and/or through the material. The
amount of the energy reflected or transmitted can be determined by the reflection and
transmission coefficients. The coefficients range between 1 and 0 and represent the
percentage of the initial energy either reflected or transmitted, depending on the
coefficient. These coefficients are a function of a materials electrical properties. For
instance, a material with high conductivity and a low relative permittivity (~1) will reflect
the EM wave. This is ideal for use in waveguides as there is little loss of energy to heat.
As discussed previously, conductivity and permittivity depend on the atomic make up of
a material, the forbidden gap between the valence and conduction bands, and the number
of free electrons.

Conductivity and permittivity directly affect the measured S

parameters. The following section will develop the equations to determine the reflection
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coefficient, transmission coefficient, and ultimately the relative permittivity. The relative
permittivity will be used to predict the conduction losses of that material if made into a
waveguide.

2.7

Nicholson-Ross-Weir (NWR) algorithm and the complex wave
equation
In the 1970s, Nicolson, Ross, and Weir derived explicit formulas for the

calculation of the relative complex permittivity and permeability, known as the NWR
algorithm. [5] In the NWR algorithm, the reflection and transmission coefficients are
expressed in terms of the S parameters. The NWR algorithm is used for “non-metal”
materials or materials that allow some energy to transmit through. The reflection
coefficient is given by

with

Γ = 𝐾 ± √𝐾 2 − 1

𝐾=

2 −𝑆 2 +1
𝑆11
21

2𝑆11

(7)

(8)

in addition, the transmission coefficient is given by

𝑇=

𝑆11 +𝑆21 −Γ

1−(𝑆11 +𝑆21 )Γ

(9)

Knowing the reflection and transmission coefficients, the relative permeability and
relative permittivity are respectively calculated from
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𝜇𝑟 =
and

𝜀𝑟 =
with
1

Λ2

1+Γ

(1−Γ)Λ�1� 2 −1� 2
𝜆
𝜆
0

𝑐

𝜆20

𝜇𝑟 (1� 2 − 1� 2 )
Λ
𝜆𝑐

= −�

1

2𝜋𝐷

(10)

1 2

ln �
𝑇

(11)

(12)

where𝜆𝑜 is the free-space wavelength, c is the speed of light (~30 ∗ 109 cm/s), f is the
frequency, and D is the thickness of the sample.

𝜆𝑜 =

𝑐

(13)

𝑓

𝜆𝑐 is the cutoff wavelength of the waveguide (a function of a waveguides dimension)

where

𝜆𝑐 =

𝑓𝑐 =

𝑐

(14)

𝑓𝑐
1

2𝑎�𝜇0 𝜀0

(15)

where 𝜇0 is the free space permeability, and 𝜀0 is the free space permittivity.

For metals and metal like materials, the NWR algorithm does not allow us to

determine the permittivity or permeability of the material. The NWR algorithm requires
a component of the energy to transmit through the material,𝑆21 . In reality, some energy

is transmitted through the metal, but the network analyzer cannot distinguish such a weak
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signal from normal noise. For materials with metal properties, we cannot determine its
dielectric constant (permittivity) using this method. Instead, we use the complex field
reflection and transmission coefficient.
𝑅𝑒𝑓𝑙𝑒𝑐𝑡𝑖𝑜𝑛 𝐶𝑜𝑒𝑓𝑓𝑖𝑐𝑖𝑒𝑛𝑡 =

𝑟𝑒𝑎𝑙 2
�𝑆11

𝑇𝑟𝑎𝑛𝑠𝑚𝑖𝑠𝑠𝑖𝑜𝑛 𝐶𝑜𝑒𝑓𝑓𝑖𝑐𝑖𝑒𝑛𝑡 =

+

𝑖𝑚𝑎𝑔 2
𝑆11

𝑟𝑒𝑎𝑙 2
�𝑆21

+

∗𝑒

𝑖𝑚𝑎𝑔 2
𝑆21

𝑖𝑚𝑎𝑔

𝑆
− tan−1 11
𝑟𝑒𝑎𝑙
𝑆11

∗𝑒

𝑖𝑚𝑎𝑔

𝑆
− tan−1 21
𝑟𝑒𝑎𝑙
𝑆21

(16)

(17)

In equations 16 and 17, the complex equation separates the magnitude of the
2

𝑖𝑚𝑎𝑔 2

𝑟𝑒𝑎𝑙
coefficients. For example in equation 16, �𝑆11
+ 𝑆11

is the magnitude of the

reflection coefficient. Ideally, this term will equal approximately negative one meaning
that almost all the energy is reflected back. The 𝑒

𝑖𝑚𝑎𝑔

𝑆
− tan−1 11
𝑟𝑒𝑎𝑙
𝑆11

term is the phase shift. As

you can see, putting the reflection coefficient in this complex form allows the magnitude
and incident angle to be easily separated. The coefficients can be converted to decibels
(dB). For the dielectric coefficients, multiply the entire quantity by 20log10. For metals,
you can convert the reflection coefficient into dB by multiplying the magnitude of the
EM field, by 20log10.

2.8

Conduction (ohmic) losses

Using the S parameters to calculate a materials coefficients, permeability, and
permittivity, we can compare a material’s X-band RF performance. If we can determine
the dielectric constant (permittivity) and measure the sheet resistivity, we can then
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determine the total attenuation constant (losses) of a specific material if made into an Xband waveguide (as the lining). The total attenuation constant is
𝛼𝑡 = 𝛼𝑑 + 𝛼𝑐

(18)

with 𝛼𝑑 being the dielectric attenuation and 𝛼𝑐 being the conduction (ohmic) losses. The
waveguide will be filled with air, not a dielectric material, therefore 𝛼𝑑 = 0. The

conduction losses relate to the loss of electromagnetic energy on the waveguide’s inner
walls due to the materials resistance to the current imparted by the EM wave and
governed by Maxwell's equations. Conduction losses are the primary focus of this
research. This loss of energy is dissipated in the form of heat. Now the conduction
(ohmic) losses are calculated as
𝛼𝑐 =

2𝑏 𝑓

2

𝑐
𝑅𝑠 �1+ 𝑎 � 𝑓 � �
𝜂𝑏
2
�1−�𝑓𝑐 �

(19)

𝑓

where 𝜂 is the intrinsic impedance of the material, which is the ratio of the electric and
magnetic field within the material.

𝜇

𝜂 = �𝜀

(20)

𝑅𝑠 is the sheet resistivity, measured using a 4-point probe, discussed more in a later

section, and 𝑓 is the frequency. The variables a and b (are the dimension of the
waveguide as shown in Figure 20.
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Figure 20: Hollow rectangular waveguide
The ohmic losses are calculated in Np/m. Equation 21 shows the conversion from Np/m
to dB.

dB

1 m = 8.686

𝑁𝑝

(21)

𝑚

Using the principles, algorithms, and equations discussed, we are able to determine the
losses of a given material for the X-band frequency. This will allow comparing different
materials, manufacturing process, resin, composites, etc and determining their suitability
for use in antenna waveguide structures.

2.9

Statistical analysis

A sample size, N, of thirty or more random measurements (𝒙𝒊 where i=1,2,...,30) were

� , for the sample set can be
taken for each sample. The standard deviation, s, and mean, 𝑿
calculated and the results displayed at a specific confidence level using

where

𝑋� − 𝑡𝛼�2 �

𝑠

√𝑁

� < 𝑧 < 𝑋� + 𝑡𝛼�2 �

𝑠

√𝑁

� 2
∑30
0 (𝑥𝑖 −𝑋)

𝑠=�

𝑁−1
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�

(22)

(23)

From statistical charts, 𝑡𝛼�2 = 1.96 for a 95% confidence level and 𝑧 is a point estimate
(any data point in question). Equation (22) gives the data range where there is 95%

confidence that any value of resistivity,𝑧, will fall within that range. These equations and
MATLAB will help determine some degree of accuracy of our measurements. [17]

2.10

Summary
This chapter described the basic theory and principles used to conduct the

research in this thesis. A brief introduction to electromagnetic theory and Maxwell's
equations was presented. This outlined the governing equations for EM waves. These
theories and equations provided the boundary conditions used to develop the equations of
how EM waves propagate through different types of materials and the basic effects. As
electronic and magnetic components of EM wave radiates and interacts with a medium,
Maxwell's equations state that the EM wave energy is transferred to the materials'
electrons and nuclei. How the material reacts to the EM energy depends on the material
electrical properties: conductivity, permittivity, and permeability.
Materials are categorized based on these properties as either conductors,
semiconductors, or insulators. Why materials behave differently to EM waves depends
on the principles of solid-state physics and the atomic structure of the material. This
includes the number of free electrons, the size of the forbidden gap, and the bond
structure between atoms to name a few.
More specifically, this thesis will research some carbon-based composites with
films or layers made from different carbon allotropes. The chapter describes the atomic
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structure and bonding of these materials that affect their mechanical and electrical
properties.
The following sections describe the test methods used to determine the materials
electrical properties. S parameters measured using a network analyzer and waveguide
transmission lines provide use with the information to determine the material's electrical
properties. Based on these calculated properties, we should be able to predict the
materials electrical performance in a waveguide.
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III.

Methodology

This chapter will show the experimental process along with the laboratory
equipment. Descriptions of the network analyzer, calibration process, and support
equipment are provided. The network analyzer calibration process will be outlined and a
description of the experiments is presented.

3.1 The low observable (LO) laboratory and support equipment
The AFIT LO laboratory specializes in testing materials and designs to determine their
performance in the EM spectrum. The laboratory consists of several different types of
equipment used to characterize materials and designs. This research utilized the labs
Agilent E8362B network analyzer shown in Figure 21.

Figure 21: Agilent network analyzer

3.2 The network analyzer calibration process
The Agilent E8362B network analyzer's is capable of transmitting and receiving
signals from 10 MHz to 20 GHz. The network analyzer must first be calibrated. Errors
generally fall in three types of errors: drift, random errors, and systematic. Drift errors
are caused by changes to the working conditions after calibration has been completed
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such as temperature changes from when calibration occurred. Random errors are
unpredictable and not fixed through calibration. These random errors can be from test
repeatability, random noise, change in room temperature, moving the test cables, etc, and
are minimized by averaging data from multiple measurements. Systematic errors are
errors cause by the system from imperfections in the measurement system. For the most
part, these do not vary and can be characterized during calibration and mathematically
removed. Systematic errors are corrected by calibration by determining the errors from
measurements of known standards. [5] The calibration processed used is the thru-reflectline method discussed further below. It measures against three standards, one of which is
the brass plate shown in Figure 22.

Figure 22: Brass calibration plate
Taking 12 different and independent measurements on known standards allows the
system to solve for the 12 systematic error terms. [5] The following is the setup and
44

calibration process used to prepare the network analyzer for measurements. To conduct
the S parameter measurements, the system must be set up with the appropriate coaxial
cables. The coaxial cable transmits the signal between the network analyzer and the
transmitters and receivers in the waveguide. Maury microwave 8944C38 coaxial cables
are used.

Figure 23: Coaxial cable connector
Torque wrenches are used to tighten the coaxial cables to the network analyzer. The
torque wrenches, Figure 24, tighten the connectors between .9 to 1.36 Newton-meters (8
to12 in-lbs). They prevent the cables from being over torqued and damaging the
connectors.
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Figure 24: Torque wrenches
Using the same torque wrench, we attached the appropriate waveguide sections. To
measure in the desired frequency range, we used a WR-90 waveguide model X103A5, as
shown in Figure 25.

Figure 25: WR-90 waveguide section with coaxial connector
The next step in the calibration process is setting the network analyzer for a two-port
calibration. The power is put on the network analyzer and one waits for the system to
boot. The below steps were used to calibrate the system.
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Setting up the network analyzer for calibration:
•

•

•

Select “Channel” menu
o “Start and Span”
 7-13 GHz (X-band)
Select “Sweep” menu
o Select “Number of Points”
 Select appropriate number for resolution needed
• Select 401 as a good default
o Set “IF Bandwidth” to 50 Hz
o Go to “Sweep setup”
 Click Stepped Sweep box (put a check in it)
 In Dwell time, set to appropriate time
• Select 20 ms as a good default
o This allows the system to be in a “steady state”
before taking data
Select “System” menu
o Go to “Configure”
 Select “System "𝑍0 "
• Set to appropriate resistance
o For rectangular waveguides, set to 1 ohm

These steps set the range at which data is to be collected, the number of data points to be
collected, and at what frequency intervals the data is collected. The impedance, 𝑍0 , is set

to 1 ohm for rectangular waveguides. The setup process requires additional steps before
the calibration is completed.
•

Select “Calibration” menu
o Clamp the 2 plates together and measure the thickness using the digital
calipers
 These plates become part of the waveguide, and the network
analyzer needs to know the additional time it will take the waves to
travel this additional distance.
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Figure 26: Metal mounting plates
o Select “Advanced modified cal kit”
 Scroll and find “X clamp flange”
• Click “edit kit”
o Select “X band ¼ wavelength line
 Click “edit”
• Select “Delay characteristics”
o Change to appropriate delay
based on thickness of the two
plates and speed of light
 For plates pictured
use negative
43.86367237 micro
seconds
o Select “Shorts”
 Make sure all are zeros or ones
o Select “Thru”
 Make sure all are zeros and ones
o Select OK
o Select OK
These steps tell the system the type of calibration kit being used including the waveguide
type and mounting bracket. The delay characteristic input comes from the additional
length the EM wave has to travel from end to end (port a to port b) because of thickness
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of the metal mounting plates. The thickness is multiplied by the speed of light to
determine this time delay.
Once the system is setup for the calibration, you can begin to calibrate the
network analyzer. The system is calibrated using the thru-reflect-line (TRL) two-port
calibration technique. The TRL technique solves the 12 error terms and is primarily used
in calibrating non-coaxial systems, such as waveguides. The biggest advantage of the
TRL calibration method is that the required standards are easily designed, fabricated, and
characterized. [5] To calibrate the network analyzer, the following was conducted.

Calibrating the network analyzer
•

Select “Calibration” menu
o Select “Cal wizard”
 Click next
o Click TRL
 View select cal kit
• Scroll and select “X clamp flange”
o Click OK
• Click next
 Select “TRL ref plane”
• Check box “Reflect standard”
• Check box “System impedance”
• Click next

Note: Try not to move the coaxial cables to max extent possible, as this would add
systematic errors.
•

Now measure “line standard”
o This is with the wave guides together
o Use guide pins to align the two waveguides
 Clamp them together
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Figure 27: Line standard measurement

•

o On the network analyzer, hit the green button that says “line”
 Analyzer will measure until you see a check mark
o Now disconnect the wave guides
Now measure “thru”
o This is with the 2 plates in the wave guide

Figure 28: Thru measurement

o On the network analyzer, hit the green button that says “thru”
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•

 Analyzer will measure until you see a check mark
Now measure “Short”
o This is adding a brass plate between the two other plates

Figure 29: Short measurement with the brass plate
between the two mounting plates

•

o On the network analyzer, hit the green button that says “Short”
 Analyzer will measure until you see a check mark
Calibration is now complete

The TRL calibration technique measured multiple signal transmissions in the three
different scenarios to solve the twelve error terms. First, it measures the output and input
signals through just the waveguide fixture, then through the fixtures and mounting plates,
then using a brass plate to short circuit the system. The system is now calibrated and
ready to take S parameter measurements, but it is important to watch the test setup and
procedure to ensure systematic errors are minimized. With the calibration complete, the
system is ready for the samples. Figure 30 shows the two waveguide sections separated
and the section between the two aluminum plates is where the sample under test is
placed. For reference, port 1is the cable connected to the left waveguide section, and port
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2 is connected to the right sections as shown in Figure 30. The S parameter 𝑆21 is the

signal sent from port 1 to port 2 (or from left to right). The side of each sample that has
the coating or film will be placed facing port 1, this will become more evident in later
sections. This means we are focused on the waves traveling from port 1 to port 2, 𝑆21 ,
and the waves reflecting from port 1 back to port 1, 𝑆11.

Figure 30: Test section

3.3 Transmission reflection method testing
Each sample material will be tested in random locations along the entire sample.
Special caution is taken to ensure the area being tested is not within .5cm of the edges to
minimize possible edge effects. The purpose is to measure different areas of the sample
and gather multiple S parameter data sets. The multiple data sets will help ensure a
certain degree in confidence in the data but also potentially give a little insight on how
the variability in manufacturing across the sample may affect measurements.
The waveguide collects data on a 2.286 by 1.016 mm (.9" by .4") area of the
material . This allows us to collect multiple data sets for each material. For example,
Figure 31 shows the baseline sample.
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Figure 31: Baseline composite
The sample is approximately 17 by 5 cm (7" by 2") and all samples are of similar size. In
Figure 20, the sample is on a gridded table where each square is 1 cm by 1 cm. The
thickness for each sample was collected at five different locations and varied by location.
Table 1 are the measured thicknesses.
Table 1: Measured sample thicknesses
Measure Sample Thickness (mm)
Ni-coated
Pyrolitic
Measurement Baseline CNTs
CNTs
Graphite
0.79
0.75
1.27
1.67
1
0.81
0.66
1.21
1.76
2
0.76
0.86
1.13
1.75
3
0.79
0.72
1.25
1.77
4
0.75
0.74
1.09
1.82
5
0.78
0.746
1.19
1.754
Average

P100 fibers
1.23
1.34
1.29
1.25
1.3
1.282

The thickness is used in the algorithms to process the data and determine the electrical
properties for each sample. Figure 32 shows the baseline composite in the test setup.
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Figure 32: Baseline composite in the test section.

3.4 Testing the Materials
Once in the test section the two mounting plates are aligned together by four aligning
screws (one in each corner), and the two sections are tightly clamped together. This
allows the materials to sit flush against the opening in the two waveguide sections.
Figures 33 shows the baseline composite ready for testing, and Figure 34 shows the P100
fiber composite ready for testing.

Figure 33: Baseline composite in testing
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Figure 34: P100 fiber in testing
Once in the test section, the network analyzer conducts a sweep between the selected
frequencies and records the data. This process is repeated 30-33 times at different
sections on each sample. The data is then saved and transferred to a flash drive for data
processing in MATLAB. For the purpose of this research it assumed there is not air gap
between the material under test and the waveguide, this of course is not entirely true.
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3.5 Resistivity Measurements
The surface resistivity measurement is conducted using the Guardian SRM-232
2000 and four point probe, shown in Figures 35 and 36.

Figure 35: Surface resistivity meter

Figure 36: 4 point probe
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The four point probe is capable of resistivity measurements within 0 to 2000 ohms
per square with a resolution of .8 ohms per square and an accuracy of 1.4 ohms per
square at 1000 ohms per square. When taking the resistivity measurements,
special care was taken to ensure the samples were not placed on metal. The metal
would have changed to the measurement reading by providing a less resistive
conduit for electrons to move through. The samples were placed on a foam block.
Measurements were also conducted in certain material orientations because of the
physical makeup of the material. Table 2 is the measured resistivity values for the
composite materials.
Table 2: Resistivity measurements for the composite materials

Baseline
No value

Measure Sheet Resistivities (ohms per square)
CNTs
Ni-coated CNTs
Pyrolitic Graphite
No value
0-18
0

P100 fibers
No value

Resistivity measurements for the baseline, CNT, and P100 fibers could not be
collected because their resistivities were too high to measure. The samples were
also sanded using 1000 grit sand paper to smooth the surface for the four-point
but with no results.
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IV.

Results and Analysis

This chapter is broken down into the several parts of the experiments to meet the
thesis objectives. Within each of these sections will be the recorded results and analysis.
For all samples, data was collected between a frequency range of 7-13 GHz, do note the
X-band range is approximately 8.2-12.4 GHZ. Also between 30-33 samples were
collected for all composite materials. This was to ensure an adequate number of samples
were taken over the entire sample to have a better representation of the data due to any
number of different variables. However, not all these data are used due to errors. This
helps reduce errors in data collection and allows us to try to calculate permittivity with a
degree of confidence. Permeability for these materials is assumed and should be
calculated to be about one with the exception of the nickel-coated CNTs. Nickel is a
ferrous materials and has a relative permeability higher than one. Individual runs of data
will not be labeled in the graphs as we are more concerned with the trend in the data, but
individual data sets will also be presented.

4.1

Permittivity from NRW algorithm
The complex permittivity for each material was calculated using the NRW

algorithm with questionable results. The results of the permittivity were found to be
inconsistent and not possible across the different materials. The following Figure 37
shows the results using the NRW algorithm to calculate the imaginary part of the
permittivity from the first five data sets of the baseline composite.
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Figure 37: Baseline composite imaginary permittivity (runs 1-5)

The imaginary part of the permittivity should be a negative number as this relates to the
dielectric losses in the material. In addition, the permeability is calculated as a check to
ensure the data is correct. For nonferrous materials, the permeability should be
approximately that of free space; therefore in terms of relative permeability, be equal to
one. Figure 38 shows the permeability calculated by the NRW algorithm for the baseline
configuration’s first five data sets.
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Figure 38: Baseline composite permeability (runs 1-5)

The permeability values are not as expected which means something is not correct in our
data, test setup, assumptions, or algorithms.

4.2

Transmission and reflection coefficient
Upon inspection of the 𝑆21 parameter, it is observed that energy does not transmit

through the material from port 1 to 2 on the network analyzer. Figure 39 shows 𝑆21 for

the first five measurements of the baseline composite.
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Figure 39: Magnitude of 𝑆21 for the baseline composite (runs 1-5)
The magnitude of the 𝑆21 parameter represents the transmission of the electric field
through the composite, the transmission coefficient. In Figure 39, the 𝑆21 value is

approximately zero. This concludes that energy is not transmitting through the material
(at least not measureable amounts with the equipment). This becomes an issue when
trying to use the NRW algorithm. The NRW algorithm requires two equations
(𝑆11 and 𝑆21 ) to solve for permittivity and permeability. To verify energy is not

transmitting through the material, we will look at the magnitude of the 𝑆11 parameter,
which is the reflection coefficient.
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Figure 40: Magnitude of 𝑆11 for the baseline composite (runs 1-5)
It is shown in the figure that the reflection coefficient is relatively near one. This
indicates most of the energy reflects off the sample. A closer examination of a data set
will show that not all the energy is reflected or transmitted. Figure 40 shows the
transmission and reflection coefficient for the same measurement or data set. At 10 GHz,
the reflection coefficient is calculated at .9481, and the transmission coefficient is .00399.
The reflection and transmission coefficients would add to 1 in a no loss scenario in which
all the energy is either transmitted or reflected. In the case of the measurements in this
thesis, it is expected energy is lost in the form of heat in the material under test. Other
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potential losses are due to the aluminum walls in the WR-90 waveguides, but these are
assumed perfect electrical conductors and therefore have negligible losses.

Figure 41: Transmission and reflection coefficient for one measurement

4.3

Power coefficients
From the reflection coefficients, you can determine the power coefficient of

reflection. The power coefficient is the amount of power lost at reflection and can be
easily calculated as the square of the reflection coefficient, magnitude of 𝑆11. We will

use this term to determine which material is best suited to most efficiently reflect X-band
electromagnetic energy.
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4.3 .1 Brass Plate
The brass plate was used for calibration and represents a perfect electrically
conducting material to the network analyzer. In the Figure 42, the brass plate will have a
power coefficient of one. This indicates it reflects all power back. While we know this is
not possible because of losses, we still consider it as perfect reflector of the EM energy.
The network analyzer and S parameter measurements do not have the resolution to
distinguish between the brass plate and one of copper or silver where would be silver the
superior reflector in this application.

Figure 42: Power coefficient for the brass plate
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Figure 43 is the brass plate’s power coefficient at a zoomed in scale. Notice the power
coefficient is within a thousandth of a percent of one (within the expected noise). This
means almost all the power is reflected. Notice it is a positive 1 and does not show
direction of the reflected power.

Figure 43: Power coefficient for the brass plate (magnified)

In addition, there is very little phase shift (or dielectric losses) with the brass plate.
Figure 44 is the imaginary part of the reflection coefficient and represents the change in
phase angle of the reflected wave. It is within a 1/1000th of a percent to zero meaning
there is a -180 degree shift in the phase angle as it is reflected.
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Figure 44: Imaginary part of the reflection coefficient
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4.3 .2 Baseline composite
Figure 45 shows the calculated power coefficient for the baseline
composite. Each line represents 1 of the 33 measurements collected.

Figure 45: Power coefficient for the baseline composite

With the baseline composite, you see a drop in performance compared to the brass plate.
The power coefficient is between 87.43-91.9% at 10 GHz and steadily decreases as the
frequency increases. Figure 46 is the trend line calculated from Figure 44 above. The
trend line is calculated as a quadratic polynomial. At 10 GHz, the power coefficient on
the trend line is 89.2%.
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Figure 46: Power coefficient trend line for the baseline composite

These data will be analyzed and compared to the similar data from the other materials
and allow a fair comparison among the different composites. Figure 47 shows the
calculated power coefficient for the CNT infuse composite. Each line represents 1 of 33
measurements collected for this sample.

68

4.3 .3 CNT Composite
Figure 47 shows the calculated power coefficient for the CNT infused composite.
Each line represents 1 of 33 measurements collected for this sample.

Figure 47: Power coefficient for the CNT composite

With the CNT composite, the power coefficient falls between 90.17-93.25% power
coefficient at the 10 GHz frequency and steadily decreases as the frequency increases.
Figure 48 is the trend line calculated from Figure 47 above. The trend line is calculated
as a quadratic polynomial. At 10 GHz, the power coefficient is 91.51%.
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Figure 48: Power coefficient trend line for the CNT composite
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4.3 .4 Nickel coated CNT Composite
Figure 49 shows the calculated power coefficient for the Nickel coated
CNT infused composite. Each line represents 1 of the 31 measurements collected.

Figure 49: Power coefficient for the Nickel coated CNT composite

With the Ni-coated CNT composite, the power coefficient falls between 65.41-83.50%
power coefficient at the 10 GHz frequency and steadily decreases as the frequency
increases. Figure 50 is the trend line calculated from Figure 49 above. The trend line is
calculated as a quadratic polynomial. At 10 GHz, the power coefficient is 91.51%.
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Figure 50: Power coefficient trend line for the Nickel coated CNT composite
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4.3 .5 P100 Fiber Composite
Figure 51 shows the calculated power coefficient for the P100 fiber composite.
Each line represents 1 of the 32 measurements collected.

Figure 51: Power coefficient for the P100 fiber composite

The P100 fiber’s measurements is quite different from the other composites in that the
power reflection coefficient data in Figure 51 follow a periodic/sinusoidal type pattern.
In analyzing the data, many of the data runs seem to consistently valley and peak at the
same frequencies. The reason may be the wavelengths at these frequencies and the
geometric alignment of the fibers. The spacing or physical dimension of the composite
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surface may be some factor of the wavelengths at those frequencies. The power
coefficient falls between 88.22-93.20% power coefficient at the 10 GHz frequency and
steadily decreases as the frequency increases. Figure 52 is the trend line calculated from
Figure 50 above. The trend line is calculated as a quadratic polynomial. At 10 GHz, the
power coefficient is 90.34%.

Figure 52: Power coefficient trend line for the P100 composite
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4.3 .6 Pyrolitic graphite
Figure 53 shows the calculated power coefficient for the pyrolitic graphite
composite. Each line represents 1 of the 5 measurements collected.

Figure 53: Power coefficient for the pyrolitic graphite fiber composite

With the pyrolitic graphite composite, the power coefficient falls between 98.32-99.82%
power coefficient at the 10 GHz frequency and generally stays level as the frequency
increases. Figure 48 is the trend line calculated from Figure 47 above. The trend line is
calculated as a quadratic polynomial. At 10 GHz, the power coefficient is 98.82%.
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Figure 54: Power coefficient trend line for the pyrolitic graphite composite

4.4

Power coefficient comparison of the materials
For each material, the power coefficients were calculated and presented

individually. This section will conduct a comparison of each materials calculated power
coefficient trend line to determine the effects there differences have on the power
coefficient in the X-band frequency range. Figure 55 and 56 shows the trend lines for the
composite materials. Table 3 gives power coefficient values at five distinct frequencies.
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Figure 55: Power coefficient trend lines of the composite materials

Figure 56: Power coefficient trend lines of the composite materials
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Table 3: Frequency versus power coefficients for different materials trend lines

Frequency (GHz)
8.2
9
10
11
12.4
Average

Specific Power Coefficient Data from Trend Lines
Baseline CNTs Ni-coated CNTs Pyrolitic Graphite
91.6% 94.7%
75.6%
100.8%
90.4% 93.9%
71.4%
100.8%
89.2% 93.0%
66.1%
100.7%
88.5% 92.4%
60.7%
100.6%
87.9% 91.7%
53.0%
100.4%
89.5% 93.1%
65.3%
100.6%

P100 fibers
92.9%
91.4%
90.4%
89.7%
89.3%
90.7%

The addition of CNT, P100 fiber, and pyrolitic graphite to the baseline carbon
fiber composite improved the overall power coefficient throughout the X-band frequency
range. With the exception of the pyrolitic graphite, the composites power coefficient
decreased as the frequency increase. This is expected because as the frequency increase,
the wavelengths become smaller and smaller. This increases the ratio between the
wavelength and the material’s surface roughness. As the roughness of the composite
becomes on the order of skin depth, attenuation increases. Skin depth is the distance the
EM energy travels into the material, or how deep into the material it penetrates, before
the conductivity density is reduced to 1/e of the original value at the material’s surface.
Skin depth is a function of conductivity, frequency, and a material’s permeability. Figure
57 shows how the ratio of surface roughness and skin depth increase the attenuation
(or losses). [31]

78

Figure 57: Attenuation versus surface roughness
As the wavelength become smaller, bumps and roughness caused by the fibers weave,
resin, and other added materials become relatively larger with respect to the wavelength.
For example, the EM wave at 4 GHz with a 15cm wavelength will be less affected by the
small surface imperfections of the composites compared to the wavelength of 3cm at
10 GHz.
The addition of the Ni-coated CNTs decreased the power coefficient of the
composite across the entire frequency. This is somewhat surprising as Nickel is
considered a conductive metal used in a variety of applications. There are two potential
reasons why this may occurred. As discussed before, the Ni-coated CNTs may have
increased the surface “roughness” due to the additional size of the CNTs from the nickel
coating. The CNTs alone were approximately 60nm, but the Ni-coated CNTs received an
additional 30nm of the nickel coating. However, at this frequency range the surface
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roughness seems unlikely to cause a drop in performance because the wavelengths at this
frequency range are larger in comparison to the material’s surface roughness.
Another reason the performance may have dropped is due to nickel’s large skin
depth. As discussed, skin depth is a function of frequency, conductivity, and
permeability.

2

𝛿𝑠 = �2𝜋𝑓𝜇𝜎

(24)

Compared to copper, nickel has a much larger skin depth because nickel has larger
conductivity and a 200+ times the permeability. However, compared to graphite and
carbon, nickel has a much smaller skin depth. Another area of concern is that for a given
weight fraction, the Ni-coated CNTs are much heavier than their nickel-less counter
parts. Therefore, there are much more of the regular CNTs which create much more
interconnects throughout the epoxy resin. This allows electrons to move about more
freely.
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V.

Conclusions and Recommendations

The results were presented after conducting many experiments. Different carbon
based composites were manufactured and compared. Not all testing goals were met. The
sheet resistivity measurements could not be accomplished. This chapter will draw over all
conclusions from the data and have future recommendation for research.

5.1

Conclusions
The objective of this research was to characterize composite materials for use in

load bearing waveguides. The waveguide will be designed as a multifunctional part,
capable of supporting structural loads and propagating EM energy for use in an antenna
array.

The study compared the power coefficient of five different composites. Each

composite was made of Grafil 34-700 carbon fiber and EPON 862 epoxy. The results
show that the baseline composite reflected approximately 89.5% of the RF power. Four
different carbon based materials were combined with the carbon fiber epoxy to study
their affects on the composite’s RF performance: CNTs, nickel coated CNTs, pyrolitic
graphite, and P100 fibers.
The CNTs were mixed into the resin and cured in an autoclave with the carbon
fiber weave. The study has shown that adding CNTs to a composite improves the
composites ability to reflect electromagnetic energy by an average of 3.6%.
Additionally, nickel coated CNTs were examined. The results found that the addition of
Ni-coated CNTs dramatically reduced the RF performance of the waveguide. The Ni81

coated CNT composite saw a reduction of about 24.2% in the amount of power reflected
back.
P100 fibers are aligned and cured onto the baseline composite. The results for the
P100 composite show a cyclic pattern in the power coefficient. The P100 composite
resulted in a 1.2% increase in performance as compared to the baseline composite, but
that value can vary more dramatically depending on where you select the data. Overall it
improves the performance over the baseline composite. The pyrolitic graphite composite
has the best performance compared to the other tested materials. The addition of the
pyrolitic graphite layer resulted in an increase in performance of around 8.4%. The
substantial increase is attributed to the atomic structure of the graphite.
The primary goal of this research was to determine the permittivity of the
composite materials to calculate the ohmic losses of the tested material in a waveguide
design. Unfortunately, the presented NRW algorithm was not able to process the data
because there is not enough information to calculate all the unknowns. Still, power
reflection coefficients are calculated and offer insight as to how well the material reflects
the RF energy.

5.1

Recommendations and Suggestions for Future Work
This research focused on the electrical performance function of the load-bearing

waveguide. A parallel study on the effects of the additional carbon based materials to the
structural performance of the waveguide would offer valuable information. The
information could be used from a systems design level to determine how to tailor the
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composite waveguide for this application, and offer inputs to the trade space in designing
this multi-functional component. The addition of CNTs improved the electrical
performance of the waveguide, but additional research can focus on varying the types,
amounts, size, etc of the CNTs to determine if an optimal solution exists to achieve the
electrical and mechanical requirements.
Additionally, this research determined the NRW algorithm is not a viable option
to determine the permittivity of the composites. To calculate permittivity, a new
algorithm must be developed and used. One potential solution is the short circuit line
iterative conversion method. [32] This technique is an iterative process that only requires
reflection data and a good initial guess to calculate the permittivity.
In addition, an accurate resistivity measurement could not be obtained with the
equipment at AFIT. A method needs to be developed to determine the resistivity of the
composite materials. With the resistivity and permittivity methods determined, different
composites can be compared and the theoretical performance of a waveguide made of
these materials can be calculated. From this, a waveguide can be manufactured and
tested to verify the model.
Designing a load-bearing composite waveguide offers many challenges and
research opportunities across a spectrum of disciplines. There are material, electrical,
and mechanical considerations when designing a load-bearing waveguide and research in
all these fields is required to formulate an optimal solution. There are many different
areas one can explore to help engineer a solution, and it is recommended that the research
continue in some form or fashion.
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